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(7) ABSTRACT

A joint compound composition comprising a filler, a binder
and a hydrocarbon substituted sulfate, sulfonate, sulfuric
acid or sulfonic acid is disclosed. The composition of the
present invention produces a joint compound that shrinks
less and is resistant to cracking and cratering.
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